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REPORT OF TESTING
Serial No. : 1515/ X1/ 11
Date of Received : 21/11/ 2011 Date of Test : 24-25/11/2011 Page: 1 of 1
Product & Type : LVL ALBASIA & -
Quantity / Size / Thickness : 4 Pcs /300 mm x 300 mm / 27.0 mm { 13 Ply )
Description / Condition of Sample : Wrapped by Plastic
Tested for : Formaldehyde Emission
Standard Test Method : JAS - 2008, Laminated Veneer Lumbse, MAFF Notification No. 701
Company . PT. TANJUNG KREASI PARQUET INDUSTRY
Address : JI. Pangeran Antasari No. 18A, Cipele - Kebayoran Baru, Jakarta Selatan, 12410
Contract. No. -
Supplier Sample : PT. TANJUNG KREASI PARQUET INDUSTRY
Sampling Method »
TEST RESULT : '
Formaidehyds Emission
Sample Code Concentration (mgll)

1 Below 0.1

2 Balow 0.1

3 Below 0.1

4 Bedow 0.1

Formaldehyde Emission Classification :

Classification Avg. Concentration (mgll) Max. (mgll)
F ' 7 2 % 0.3 04
F oo o 0.5 0.7
Fed 1.5 2.1
Fé 2.0 7.0

¥ sl

This Certificale may ot be reproducsd Exoept in ful, without written approval of the Company.

This Cortificaie refer 1o the tested sample only. Al lests are carmiad out to the best of our knowledge and ability and our responsibility is Emited 1o he Someciness
of thir resull. This certificate is iszued on the undarstanding that X dots net relieve parfies concamed from thal contrachus! cbigabon.

UJi-4003.1




